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Fig. 1 A graphical description of the solar disinfection (SODIS) technique. (1) Fill the bottle. (2) Place the bottle in direct sunlight. (3) Wait a minimum of 

6 hours. (4) The water is safe to drink.  Reprinted from Journal of Hazardous Materials, Vol. 235-236, McGuigan et al., Solar water disinfection (SODIS): 

A review from bench-top to roof-top, pp. 29-46., Copyright (2012), with permission from Elsevier.

The report highlighted three important points: a) Boiling and 5 

chlorination is impractical and expensive when chlorine tablets 

and fuel are not readily available, b) Solar disinfection (SODIS) 

and bio-sand filters are cheap and feasible alternatives, only when 

used properly, and c) Successful water treatment depends on 

choosing the appropriate method which is dependent on a number 10 

of factors such as location, culture, existing water quality and 

implementation. 

Disinfection of drinking water using solar energy is not a recent 

development and has been practiced in ancient cultures for 

centuries. McGuigan et al.3 has recently traced the historical 15 

development of solar water disinfection.  SODIS, more 

specifically, is a procedure which uses only sunlight and plastic 

bottles, designed for drinking water purification in remote regions 

in which sunlight is plentiful. The simple steps involved are best 

described schematically as presented in Figure 1. As a ‘good 20 

practice’ the UN cites the advantages of being easy to understand 

and use and unchanged water taste. McGuigan et al.3 also 

emphasize the importance of low cost of any employed method, 

pointing out the poorest are the most likely to have worst access 

to clean drinking water. Furthermore, taking into account that the 25 

regions of the world most affected are those with large annual 

sunfall, it can be concluded that SODIS is a ‘geographically’ 

attractive method for the water quality assurance. Successful use 
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of SODIS projects in Uganda and Vietnam have led to the UN 

description of SODIS  as a ‘sustainable’ and ‘transferrable’ 

technology.2   

A number of extra steps have been employed to increase the 

efficiency  of the SODIS method such as use of reflective or 5 

black surfaces, shaking the bottle to increase dissolved oxygen 

and filtering prior to filling the bottle.3  

However, SODIS technology has a number of disadvantages that 

hinder its widespread application. The major challenge remains  

 10 

Fig. 2 Schematic diagram of bacterial disinfection using visible light active catalyst. Reprinted from Applied Catalysis B: Environmental, Vol. 130-131, 

Fisher et al., Nitrogen and copper doped solar light active TiO2 photocatalysts for water decontamination, pp. 8-13., Copyright (2013), with permission 

from Elsevier.

the significant time (up to 6 hours) taken to fully inactivate the 

pathogens in water. Furthermore, only small bottle-sized volumes 15 

of water can be treated in the SODIS protocol, described above.  

Another disadvantage is the variation in treatment time recently 

highlighted by Byrne et al.4 The treatment time is dependent on a 

number of variable factors such as solar irradiance and starting 

water quality. 20 

Although not currently recognized as good practice, another 

method of water disinfection in remote locations is use of a solar 

water disinfection system or plant. These systems may be 

distinguished from the bottles used in the SODIS protocol in that 

they are immobile and are typically continuous flow, engineered, 25 

point of use reactors. Malato et al5 have reviewed the state of the 

art of such solar reactors. Such reactors are an engineered 

advancement of the SODIS protocol, applicable to treating 

greater volumes of water for household use. Hereafter, in this 

review, the two different configurations will be labeled as 30 

‘bottles’ and ‘reactors’. 

The other key development of SODIS bottles and reactors is the 

increase in disinfection efficacy by incorporation of a 

photocatalyst, typically titanium dioxide (TiO2), into the process.  

Thus, this review describes the use of both TiO2 photocatalysis 35 

and bottle/reactor design as further technological advancements 

to the simple SODIS protocol. Bearing in mind the recent human 

right to access drinking water, this review focusses on field 

studies in which TiO2 is employed in both SODIS bottles and 

solar disinfection reactors, relevant to real-world use in 40 

developing regions. 

 

 

2. Photocatalytic disinfection of water 
 45 

The total time taken for the SODIS based disinfection process can 

be significantly reduced by the addition of semiconductor based 

photocatalysts, which offers real possibilities for enhanced killing 

of micro-organisms and photo-mineralisation of organic 

contaminants from water.6  Contrary to solar-thermal reactions, 50 

which collect photons at a low-energy high- wavelength to 

achieve the thermal effect, solar photocatalysis uses only the 

photons of short-wavelength to initiate a photochemical process. 

The mechanism (Figure 2) of photocatalytic disinfection 4, 5, 7-10 is 

as follows: The absorption of a photon from the solar energy 55 

excites an electron (e-
CB) to the conduction band generating a 

positive hole (h+
VB) in the valence band (Eq. 1.1) of 

semiconductors such as titanium dioxide.7 

  TiO2 + hv → h+
VB + e-

CB (1) 

 H2O + h+
VB → •OH + H+ (2) 60 

 O2 + e-
CB → O2

•- (3) 

The H2O becomes oxidized by h+
VB producing H+ and •OH 

radicals (Eq. 2). Positive holes generated by light become trapped 

by surface adsorbed H2O. The hydroxyl radicals can subsequently 

oxidize organic species to CO2, H2O or other simpler molecules. 65 

Titanium dioxide based photocatalysts (band gap of 3.2 eV) on 

which most of the research has focused until now, possesses a 

relatively high self-sterilisation under ultraviolet (UV) light 

(wavelength <390 nm). However, introduction of artificial UV 

light sources is not practical in remote areas where there is a lack 70 

of power supplies. Utilisation of the main part of the solar 

spectrum by the development of photocatalysts (Figure 2) that 

can yield high photocatalytic activity under visible light7, 11-21 

would be highly beneficial in remote regions.  
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Fig. 3 Inactivation of E. coli K12 using glass and plastic bottles. Solar 

photocatalytic (SPC) inserts were employed in both glass and plastic 

bottles. The interior wall of the glass bottle was also coated. Reprinted 

from Solar Energy, Vol. 77, Duffy et al., A novel TiO2-assisted solar 5 

photocatalytic batch-process disinfection reactor for the treatment of 

biological and chemical contaminants in domestic drinking water in 

developing countries, pp. 649-655., Copyright (2004), with permission 

from Elsevier. 

Hydroxyl radicals have the most positive electrochemical 10 

reduction potential (+2.8 V vs. normal hydrogen electrode 

(NHE)) among other substances generally employed for water 

disinfection, e.g. chlorine (+1.36 V). TiO2 photocatalysis, 

therefore, has real potential for disinfection of resistant 

microorganisms.7, 22-26 In addition to the hydroxyl radicals, other 15 

oxidative species such as superoxide anions and singlet oxygen 

can also be created (Figure 2).   

The first report of TiO2 photocatalytic inactivation of bacteria 

was in 1985 by Matsunaga et al.27, and since then a large number 

of microorganisms have been reported to be photocatalytically 20 

inactivated.  A number of reviews address different aspects of the 

process such as application of photocatalysis for disinfection of 

water contaminated with pathogenic micro-organisms28,29, 

decontamination of water by solar photocatalysis30 and proposed 

mechanisms and modeling.31 The majority of photocatalytic 25 

studies cite the hydroxyl radical (•OH) as the reactive oxygen 

species (ROS) responsible for microorganism inactivation, 

although other ROS such as hydrogen peroxide (H2O2) and the 

superoxide anion radical (O2
•-) have also been reported to be 

involved in the process. Proposed mechanisms of cell death 30 

include, DNA/RNA damage28, membrane rupture28, interruption 

of respiratory pathways32 and increased ion permeability.33 These 

mechanisms are summarized schematically in Figure 2. 

 

2.1 Solar photocatalytic disinfection of water; selected field 35 

studies 

 

A number of researchers have investigated the effect of solar 

photocatalytic (SPC) disinfection using titanium dioxide. 

Numerous lab-scale studies on inactivation of microorganisms by 40 

photocatalysis with TiO2 have been reported but few studies have 

attempted to scale-up the process in bottles or solar pilot plants, 

using sunlight in real-life conditions. 

Duffy et al.34 were one of the first groups to investigate 

systematically if TiO2 coatings could be used to accelerate 45 

bacteria inactivation in SODIS bottles. The coating materials and 

methods used were selected so that they could be easily replicated 

in an urban setting in a developing country. A plastic acetate 

sheet was coated with the commercial catalyst Degussa Evonik 

P25 (referring to as P25 from now on) powder and used as an 50 

insert to cover the bottom half of PET and borosilicate glass 

bottles. The bottom half of glass bottles (inner wall) was also 

coated successively (10 times) with P25. The inactivation of E. 

coli K12 was carried out to investigate the disinfection properties 

of these coatings. The PET bottles fitted with solar photocatalytic 55 

(SPC) inserts achieved inactivation in approximately 75% the 

length of time it took for standard PET SODIS bottles as shown 

in Figure 3. The coated glass bottle took approximately 20% 

longer time period to achieve inactivation compared to the 

uncoated bottle. Other interesting findings were that inactivation 60 

in borosilicate glass bottles was superior (20%) to that in PET 

bottles and that smaller volume bottles exhibited much superior 

performance to than in larger volume bottles. The superiority of 

borosilicate glass to plastic is due to greater solar light 

transmittance, as discussed recently by McGuigan et al.3 65 

In a similar approach, Meichtry et al.35 coated a range of 

substrates such as glass rings, glass rods and porcelain beads with 

P25 powder. The inside of PET bottles was also coated. 

Photocatalytic activity was evaluated by measuring the 

degradation of the model compounds 4-chlorophenol and 2,4-70 

dichlorophenoxyacetic acid. In all cases the coated surfaces 

resulted in a large degree of degradation of the model chemicals 

in the measured time period whereas no photodegradation was 

observed in uncoated bottles. The coated beads and rings 

performed better than the bottles, however TiO2 was observed to 75 

delaminate from the beads. Smaller volume bottles were also 

found to perform better than larger volume bottles. Despite the 

superiority of the coated inserts, the study concluded that the 

coated bottles are more suitable for photocatalytic application as 

they do not contain fragile fillings and can be fabricated on site, 80 

which is not the case for coated inserts. 

In a recent study by Carey et al.36, the inside of the PET (Poly 

Ethylene Terephthalate) and homemade acrylic (Poly(methyl 

methacrylate)) square bottles were coated with P25. Two out of 

the four sides of the square bottles were coated. Acrylic bottles 85 

were chosen as an alternative to PET bottles due to its greater UV 

transparency. The photocatalytic activity of the coated and 

uncoated bottles were evaluated by inactivation of E. coli and the 

degradation of microcystin-LR and methyl orange. The addition 

of TiO2 to the bottles did not increase the rate of E. coli 90 

inactivation, which may be due to the high temperature (53° C), 

which is known to increase SODIS rates. The TiO2 coatings did 

however result in an increased degradation rate of both methyl 

orange and microcystin-LR. The acrylic bottles were superior to 

PET bottles in all tests.  95 

Acrylic material allows the transmission of solar illumination 

between 300 and 350 nm. A greater amount of solar UVA 

radiation is available for photolysis and/or photocatalysis 

resulting in the acrylic bottles out performing  PET bottles in pure 

SODIS application as well as when modified with a 100 

photocatalyst. Thus, acrylic material is a viable alternative to PET 

for SODIS bottles. In fact, Carlson et al.37 previously reported 
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that the P25 coatings on acrylic showed greater durability and  

comparable UV photocatalytic degradation of methyl orange to 

P25 coatings on glass. In a significant field study, Gelover et al.38 

assessed the photocatalytic efficacy of immobilised TiO2 coated 

on small pyrex glass cylinders loaded inside PET SODIS bottles.  5 

 

Fig. 4 Decrease of total coliforms during the treatment of SODIS 

plus TiO2 disinfection. Reprinted from Water Research, Vol. 40, 

Gelover et al., A practical demonstration of water disinfection 

using TiO2 films and sunlight, pp. 3274-3280, Copyright (2006), 10 

with permission from Elsevier. 

 

Glass cylinders were coated with TiO2 using a previously 

characterised sol-gel method39 and annealed at 500 °C. This cycle 

was repeated three times resulting in a thin film of average 15 

thickness of 600 nm crystallized in the anatase phase. 

Photodegradation of 4-chlorophenol and carbaryl under solar 

irradiation in a parabolic solar collector was found to be 

comparable to P25 TiO2 in suspension. This led the research 

group to investigate the use of the coated TiO2 cylinders in 20 

SODIS bottles. This is probably the first systematic report 

utilising a transparent uniform photocatalytic TiO2 film in SODIS 

bottles. The performance of the photocatalytic SODIS bottles was 

significantly better than standard SODIS bottles for total and 

faecal coliform deactivation. Total coliform inactivation in the 25 

photocatalytic bottles took less than 20 minutes in comparison to 

60 minutes in standard bottles as shown in Figure 4. 

Faecal coliforms achieved inactivation in 30 minutes in 

photocatalytic bottles whereas standard bottles did not achieve 

inactivation in the measured time period (80 minutes). Another 30 

remarkable finding is that both total and faecal coliforms were 

incapable of regrowth in the photocatalytic bottles. After SODIS 

treatment, the closed bottles were stored for seven days in 

ambient light at room temperature. Standard SODIS bottles 

showed an oscillating increasing-decreasing total coliform 35 

population pattern, whereas no coliform was detected in TiO2 

photocatalytic SODIS bottles.  

The significance of this result is two-fold. Firstly, it shows 

another advantage in the application of photocatalytic coatings in 

SODIS bottles, namely that photocatlytic bottles are ‘bactericidal’ 40 

whereas standard SODIS bottles can sometimes be ‘bacterio-

static’. Although coliforms were not detected after 7 days, the 

phenomenon of bacterial regrowth immediately after treatment in 

SODIS bottles would have negative implications for storage of 

treated drinking water. Secondly, as noted by Byrne et al.4, the 45 

result points towards a difference in bacteria ‘kill’ mechanism 

between SODIS and photocatalytic SODIS disinfection. The 

cellular repair mechanism in the SODIS bottles was beyond the 

scope of the field study, but is worthy of further discussion in 

light of the differences shown with SPC SODIS bottles. Overall 50 

the reproducibility (replication over a 6 month time period) and 

consistency (agreement with kinetic data of bactericidal 

mechanism of TiO2 photocatalysis) of this field study showed the 

TiO2 coated cylinders to be a promising material for SODIS 

application.  55 

Recently, Fisher et al.6 investigated the use of doped, visible light 

active TiO2 coated borosilicate glass bottles and glass beads. 

Transparent coatings were prepared by a sol-gel method and 

doped with nitrogen and copper to achieve visible light activity. 

The photocatalytic efficacy was evaluated by degradation of 60 

methylene blue (MB) and E. coli. The coated bottles produced 

increased degradation of the dye compared to the uncoated 

bottles with complete decolouration after 6 hours.6 The doped 

TiO2 coated bottles showed no increase in MB degradation over 

undoped TiO2. By contrast copper and copper/nitrogen co-doped 65 

TiO2 thin films showed potential for the degradation of E. coli. 

The former appeared to accelerate the inactivation of indicator 

bacteria when coated on the interior of bottles, while the latter 

only showed effectiveness when coated on spherical glass-beads. 

The increased disinfection of E. coli in the presence of TiO2-70 

coated beads may be due to the fact that, unlike in coated bottles, 

light absorption occurred on the surface of the catalyst in contact 

with the media. It should also be noted that the increased surface-

to-volume ratio of the glass beads relative to bottles, and also the  



Catalysis Science & Technology 

Cite this:Catal. Sci. Technol., 2014, 4, 1211-1226    

Dynamic Article Links ► 

REVIEW 
 

This journal is © The Royal Society of Chemistry [year]                                   Catal. Sci. Technol., 2014,4, 1211-1226 

 
Fig. 5 Inactivation of E. coli and Enterococcus faecalis by solar light with or without  UV-blocking film in the presence and absence of  3-mm glass beads 

coated with undoped TiO2 thin films and films doped with 1% Cu/3.5% N. (a) E. coli, sunlight (b) Enterococcus, sunlight (c) E. coli, no UV (d) 

Enterococcus, no UV. Reprinted from Applied Catalysis B: Environmental, Vol. 130-131, Fisher et al., Nitrogen and copper doped solar light active TiO2 

photocatalysts for water decontamination, pp. 8-13., Copyright (2013), with permission from Elsevier.5 

shorter mean distance between target micro-organisms and 

illuminated photocatalytic surfaces also contributed to the 

enhanced inactivation. Fisher et al. also observed that copper and 

nitrogen doped TiO2 accelerated anti-bacterial action when coated 

on glass beads but not when coated on the interior surface of 10 

glass bottles indicating that any reactive species produced at Cu 

and N-doped photocatalytic surfaces are short-time lived and can 

only diffuse short distances and that bacterial disinfection by such 

species might be transport-limited. Cu- and N-doped TiO2 

immobilised coatings showed potential for the degradation of 15 

biological contaminants in the presence of solar light in these 

experiments (Figure 5). Applications of these types of 

immobilised doped photocatalytic coatings for the treatment of 

contaminated drinking water and wastewater appear to merit 

future investigation. 20 

 

 

 

 

3. Improving solar photocatalytic process by 25 

suitable reactor design  
 

Photo-degradation or photocatalytic inactivation of 

microorganisms in water via solar irradiation can be enhanced 

using photo-reactors. The first photoreactors for solar 30 

photocatalytic applications designed at the end of the 1980s were 

based on parabolic-trough collectors. One of the main advantages 

of photo-reactors is that they enhance disinfection by increasing 

photon flux into the sample. 4,30 Nevertheless, for optimising the 

photo-reactor efficiency, other system factors must also be taken 35 

into account such as the total volume of treated water, reduction 

of the user dependence of the process and use of cheap and robust 

materials. 

A wide range of reactor configurations have been used in 

photocatalysis for water disinfection. Many researches have 40 

carried out experimental works at lab-scale (10 mL – 2 L) to test 

the efficiency of catalyst while other investigations have been 

conducted using pilot-scale photo-reactors (>10L). Among the 
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the over-all quantum efficiency (Figure 10). Both hetero-junction 

semiconductor coupling and nanosized crystals (Figure 11) have 

been reported to reduce such carrier recombination and thereby 

an increased the photocatalytic efficiency in the visible region.12-

20, 68 74-86 5 

The use of nanoscale TiO2, in supported (composite) or 

unsupported form, could increase water disinfection efficiency in 

solar photocatalytic reactors. Further optimization could be 

achieved by doping of the TiO2 phase to increase visible light 

activity and could be incorporated in the catalyst preparation 10 

procedure, a good example of which is shown by Li et al.70 

 

4.5 Requirement of a standard test method for water 

disinfection  

The standard ISO 10678; 2010, the ‘determination of 15 

photocatalytic activity of surfaces in an aqueous medium by 

degradation of methylene blue’ is a popular test pollutant in 

photocatalysis because of simplicity as this involves the 

assessment of the rate of photocatalytic reaction of the dye 

molecules in aqueous solution via UV/vis spectrophotometery.  20 

Hermann and co-workers87 reported the photocatalytic bleaching  

of methylene blue leads to the conversion of organic carbon into 

harmless formation of gaseous CO2 and that of nitrogen and 

sulfur heteroatoms into inorganic ions. For example the proposed 

full degradation of methylene blue can be explained as in 25 

equation 4.                                               

C16H18N3SCl + 25.5 O2     
TiO2      16 CO2 + 6 H2O+ HCl + H2SO4 

+ 3 HNO3                  (4) 

In a recent review, Mills et al.88 showed that this mineralisation 

process occurs on a longer timescale than the ‘photo-bleaching’ 30 

reaction of the dye. Therefore it is worth noting that the 

measurement of the rate of ‘photo-bleaching’ of the dye molecule 

is not equal to the rate of mineralisation of the dye, which is 

found to be a much slower process.  During the solar irradiation 

on the TiO2 semiconductor, in addition to the •OH and O2
•−, 35 

singlet oxygen (1O2) can also be produced. The photocatalytic 

inactivation of E. coli does not always involve hydroxyl radical 

production (mainly for solar or visible light activated catalysts).  

In some cases, the formation of singlet oxygen, a less oxidative, 

reactive oxygen species was reported to be responsible for the 40 

bacterial inactivation.20-22 The hole, produced by the visible light 

irradiation, in the mid-gap or isolated energy levels (as a result of 

doping) would not have the adequate redox potential to oxidise 

organic molecules of the pollutant. Therefore the methylene blue 

degradation is not always a good reaction system to determine the 45 

photocatalytic properties of solar or visible light activated 

materials. It was also noted that the standard ISO 27447: 2009, 

‘test method for antibacterial activity of semiconducting 

photocatalytic materials’ focuses mainly on the photocatalytic 

disinfection of surfaces (e.g., construction materials and fabrics) 50 

and it does not cover the disinfection of water.  The ISO standard 

10676 2010, ‘describe a method for water purification of 

semiconducting photocatalytic materials by measurement of 

forming ability of active oxygen using DMSO. A new standard is 

therefore required to analyse the water disinfection properties of 55 

photocatalysts.88 Current photocatalytic test methods based on 

various applications are given in Table 1 

 

 

 60 

 

 

 

 

Table 1 Current recommended ISO standards for various 65 

photocatalysis tests 

 

 

The use of E. coli as indicator of microbiological contamination 

for research studies is not the best choice, as this bacterium is 70 

much more sensitive to any disinfecting method that other faecal 

bacteria.89 The indicators selected to do studies on water 

disinfection should represent both the potential occurrence and 

the response of pathogens to water disinfection, and faecal 

bacteria (faecal coliforms, E. coli, enterococci) are commonly 75 

used for this purpose. However, these indicators do not provide 

information on the occurrence and behaviour of viruses and 

protozoa. Hence, alternative indicators are used to evaluate water 

treatments: somatic coliphages (SOMCPH), F-specific RNA 

phages (FRNA) and bacteriophages infecting Bacteroides are 80 

used as viral indicators90, and spores of sulphite-reducing 

clostridia (SRC) are used as indicators of oocysts of 

Cryptosporidium sp.91 Bandala et al.92 have recently used an azo 

dye, Acid orange 24 (AO24), as a visual dosimetric indicator to 

measure the solar radiation dose required to inactivate helminth 85 

ova in a homogeneous photocatalytic system (photo-Fenton 

process). It was found that the solar radiation dose required for 

complete dye degradation, in which there is a visual change in 

colour from red to colourless, was comparable to that required 

helmith ova inactivation.  In respect to SODIS, this result is 90 

significant for two reasons. Firstly, helminth ova can be 

considered an appropriate index for microbiologically safe 

drinking water as it is very resistant pathogen found in 

developing countries. Secondly, the visual colour change of the 

dye and it’s ease of use is compatible with the goals of SODIS. It 95 

is also worth pointing out that in the study, the authors define the 

process as enhanced photocatalytic solar disinfection 

(ENPHOSODIS), which describes the application of any 

advanced oxidation technology to water disinfection using solar 

radiation.     On the other hand, Agulló et al. suggest that a single 100 

microbial indicator may not be enough to guarantee a low risk of 

infection.89 Depending on the final application of the disinfection 

method and which type of use of disinfected water will be done, 

Photocatalytic Test  ISO standard  

 

Anti-bacterial activity ISO 27447: 2009 

Surface photocatalytic activity ISO 10678: 2010 

Air purification ISO 22197-1: 2007 

ISO 22197-2:2011 

ISO 22197-3: 2011 

Self-cleaning performance ISO 27448: 2009 

Water purification (DMSO method) ISO 10676 2010 
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the selection of the indicator or microbial contamination may 

change. For example, if the final application is wastewater reuse 

for industrial or agricultural uses, the microbial quality will be 

assessed looking at other bacteria (Legionella, Salmonella, etc.) 

or resistant forms like spores or cysts, which are more robust 5 

against disinfection methods due to their structure and chemical 

composition. The photocatalytic disinfection results will depend 

very much on the microorganism used in the study. For example, 

Enterococcus faecalis is well known to be more resistant to solar 

disinfection and TiO2 mediated photocatalysis than E. coli, while 10 

spores of Fusarium are much more resistant than the above 

mentioned bacteria.93 However, the choice/s of organism/s must 

be general enough to allow easy cultivation and therefore 

widespread use of a new standard. 

 15 
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